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1.	 Scope
This specification covers the quality of liquid mem-
brane-forming compounds suitable for spraying on 
concrete surfaces to retard the loss of water during 
the concrete curing process.

2.	 Quality
The curing compound shall meet the requirements of 
either ASTM Specification C 309 or C 1315. If Type 1 is 
specified, a fugitive dye shall be used.

3.	 Delivery and storage
All curing compounds shall be delivered to the site of 
the work in the original container bearing the name of 
the manufacturer and the brand name. The compound 
shall be stored in a manner that prevents damage to 
the container and protects water-emulsion types from 
freezing.
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